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REMAINING BACKFILL PLACED AND
COMPACTED PER APPROPRIATE
SPECIFICATIONS.(SEE NOTE 5
BELOW) 6” MAX. SIZE
18" MAX. LIFT.

GRANULAR BACKFILL PLACED AND
COMPACTED TO 98% MAX. DENSITY
PER AASHTO T—180 7/8" MAX.
AGGREGATE SIZE 6" MAX. LIFT.

BEDDING MATERIAL COMPACTED
TO 98% MAX. DENSITY PER
AASHTO T-180.

NOTES:

1. UNSUITABLE IN—=SITU MATERIALS SUCH AS MUCK, DEBRIS AND
LARGE ROCKS SHALL BE REMOVED; BEDDING MATERIAL AND
BACKFILL CONSISTING OF WASHED AND GRADED LIMEROCK 3/8”
—7/8" SIZING.

2. THE PIPE AND/OR STRUCTURE SHALL BE FULLY SUPPORTED FOR ITS
ENTIRE LENGTH WITH APPROPRIATE COMPACTION UNDER THE PIPE
HAUNCHES.

3. THE PIPE AND/OR STRUCTURE SHALL BE PLACED IN A DRY TRENCH.

4. BACKFILL SHALL BE FREE OF UNSUITABLE MATERIAL SUCH AS
LARGE ROCK, MUCK, AND DEBRIS.

5. COMPACT BACKFILL TO 98% DENSITY UNDER PAVEMENT AND
TO 95% DENSITY ELSEWHERE.(AASHTO T—180)

6. COMPACTION AND DENSITY TESTS SHALL BE COMPLETED DURING
BACKFILL OPERATIONS, CONTRACTORS NOT FOLLOWING THIS
PROCEDURE, FOR WHATEVER REASONS, SHALL BE REQUIRED TO
RE-EXCAVATE THE AREA IN QUESTION, DOWN TO THE BEDDING
MATERIAL, THEN BACKFILL FOLLOWING THE ABOVE PROCEDURES.
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